THE FIBRE PULL-OUT PROBLEM:

AN EXPERIMENTAL INVESTIGATION

Henrik Stang



CONTENTS

1.

INTRODUCTION
1.1 The fibre/matrix system

1.2 Literature on the fibre pull-out problem
in cementitious composites

1.3 The aim of the research programme

THE EXPERIMENTAL SET-UP

THE DETERMINATION OF THE P vs. &u~CURVE

THE DETERMINATION OF CRACK GROWTH
4.1 Observation of crack growth
4.2 Interpretation of crack growth

4.3 Results

CRACK DETECTION
CONCLUSIONS
LIST OF SYMBOLS
REFERENCES
SUMMARY, RESUME

APPENDIX 1
APPENDIX 2

15

21

21

22

25

31

42

44

45

48

49
52



